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No: HT184416

Applicant (HIF002) . Hills Film & Leather Company Ltd.
Unit A, 3/F., Block 2, Koon Wah Mirror Factory,
Sixth Industrial Building, 7-9 Ho Tin Street,
Tuen Mum, Hong Kong.

Attn.: Ray Leung/ Gillian Wong

Description of Sample(s) . One (1) piece of submitted tan color sample said to be
4PU R64
Size: 1.0mm x 54”
P/O No.: T044-08
Country of Origin: China

Date sample(s) Received : 2008-06-02

Date Tested : 2008-06-02 to 2008-06-06
Investigation Requested . Selected test(s) as detailed herein.
Conclusion(s) : The submitted sample complied with:

(i)  Schedule 4 Part I of UK Furniture and Furnishings
(Fire) (Safety) Regulations 1988 (amended 1989 and
1993);

(ii)  Schedule 5 Part I of UK Furniture and Furnishings
(Fire) (Safety) Regulations 1988 (amended 1989 and
1993).
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TEST RESULT(S):

UK Furniture and Furnishings (Fire) (Safety) Regulations 1988 (amended 1989 and 1993)
Schedule 4 Part I: The Cigarette Test

Test method : BS 5852 -Part1:1979 .

Ignition source . Smouldering cigarette source 0 as specified in BS 5852 — Part 1:1979
Conditioning of test specimen : A minimum of 16 hours at 20 + 5°C and 50 + 20% R.H.

Test condition :  Temperature : 24°C

Relative humidity : 52%
The following test results relate only to the ignitability of the combination of upholstery composites under the
particular conditions of test; they are not intended as a means of assessing the full potential fire hazard of the
materials in use.
Test Result:

Non-ignition(Pass). See summary below:

Criteria of failure (Clause 9 of BS 5852 — Part 1:1979)

Progressive smouldering failure 1* Test 2" Test
Progressive smouldering (an exothermic oxidation not accompanied by N.O. N.O.

flaming which is self-propagating) of the cover is observed at any time
within a period of one hour of the placement of the cigarette.

Flaming failure 1¥ Test 2" Test
Any flaming of the cover is observed at any time within a period of one N.O. N.O.

hour of the placement of the cigarette

Note : Water-soaking procedure was conducted in accordance with modified method of
BS5651:1978 for sample.

Remarks : N.O. denotes : Not observed
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