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HILLS (HONG KONG) CO., LTD.
UNIT A-C, 3/F., BLK. 2,

KOON WAH MIRROR FTY.,

6™ IND. BLDG., 7-9 HO TIN ST,
TUEN MUN, HONG KONG

The following samples were submitted and identified on behalf of the client as :
PVC LEATHER, SXTNK5B/270BD2, COLOR : M40819P, SIZE : 1.5MM X 54"

Style/ltem No. : PVC LEATHER, SXTNK5B/270BD2, COLOR : M40819P,
SIZE : 1.5MM X 54"
P.O./Ref. No. . T072-08, FJFR/085133-2
Sample Receiving Date . OCT 24, 2008
Testing Period . OCT 24, 2008 TO OCT 29, 2008
Test Requested : To determine the phthalate contents in accordance with European Directive
2005/84/EC.
Test Method : With reference to ASTM Method Designation D3421-75. Analysis was performed by

Gas Chromatography / Mass Spectrometry.

Test Results . Please refer to the next page.

Signed for and on behalf of
SGS Hong Kong Lid

at Wah, Wallace
Senior Technical Manager
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Test Results :

For all toys and childcare articles

Test item 1 Detection Limit Limit
Dibutyl Phthalate (DBP) ND 0.003% 0.1%
Benzylbutyl Phthalate (BBP) ND 0.003% 0.1%
Bis-(2-ethylhexyl) Phthalate (DEHP) ND 0.003% 0.1%
Total (DBP + BBP + DEHP) <0.01% - 0.1%

Sample Description :
1. White Soft Plastic Sheet with White Woven Backing

Note : 1. ND = not detected
2. < = l.ess than
3. % = percentage by weight

*** End of Report **
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